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Bioplastic is simply plastic that is created from a plant or other biological source rather
than petroleum. It can be created by extracting sugar from plants like corn and
sugarcane and converting it into polylactic acids (PLAs), or it can be made from
microorganism-engineered polyhydroxyalkanoates (PHAs). Bioplastics are plastics
made from renewable biomass sources such vegetable fats and oils, corn starch,
straw, woodchips, sawdust, and recovered food waste, among others. Common
plastics, such as fossil-fuel plastics (also known as petro-based polymers), on the other
hand, are made from petroleum or natural gas.

Biodegradable Products Manufacturing (Bio-Products) are all types of natural and
artificial products that can be easily decomposed without causing any damage to the
environment. The significant examples of Biodegradable Products are Biodegradable
Plastic, Biodegradable Airline Meals, Bio-degradable Toilet Paper, Biodegradable Cups
etc. It has become the need of the hour to use these products as most of the goods
like Plastics take many years to decompose in nature and this affects the environment
adversely with time.

The worldwide bioplastics market is predicted to increase at a CAGR of 17.1 percent
over the next five years. The packaging industry's rising product demand will propel
the market even higher.

The book covers a wide range of topics connected to bioplastics and biodegradable
products, as well as their manufacturing processes. It also includes contact information
for machinery suppliers, as well as images of equipment and plant layout.

A comprehensive reference to manufacturing and entrepreneurship in the bioplastics
and biodegradable products business. This book is a one-stop shop for everything you
need to know about the bioplastics and biodegradable products manufacturing
industry, which is ripe with potential for manufacturers, merchants, and entrepreneurs.
This is the only comprehensive guide to commercial bioplastics and biodegradable
products manufacture. It provides a feast of how-to knowledge, from concept through
equipment purchase.
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NIIR Project Consultancy Services (NPCS) is a reliable name in the industrial world for
offering integrated technical consultancy services. Its various services are: Pre-
feasibility study, New Project Identification, Project Feasibility and Market Study,
Identification of Profitable Industrial Project Opportunities, Preparation of Project
Profiles and Pre-Investment and Pre-Feasibility Studies, Market Surveys and Studies,
Preparation of Techno-Economic Feasibility Reports, Identification and Selection of
Plant and Machinery, Manufacturing Process and/or Equipment required, General
Guidance, Technical and Commercial Counseling for setting up new industrial projects
and industry. NPCS also publishes various technology books, directories, databases,
detailed project reports, market survey reports on various industries and profit making
business. Besides being used by manufacturers, industrialists, and entrepreneurs, our
publications are also used by Indian and overseas professionals including project
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